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9. DEFECTS. BREAKDOWNS AND REPAIRS 

I Pago 16 of 19 , 

Nn brof-lkdown w;rn occ111recl cJunng 38 8 h of wet lr1nd and dry l,rnd operation 

10.SUMMARY OF OBSERVATIONS, COMMENTS AND RECOMMENDATIONS 

10.1 rt,e dimension of th reA point l1nk1:1ge (hilcl1 pyramid) of the rotary liller does not conform lo IS 
4468 1997 Thrs should be lookod into for r:orrecliVfl action for standardization 

10.2 Chemical composi tron of rotor blades as per IS: 6690-2002. Moreover, the· hardness of edge 
portion of ro tor blades does not conform to relevant Indian Standard It is therefore , 
recommended that the material of rolavator blade should be improved and provided as per 
requirement of Indian Standard . 

10.3 The rate of work was recorded O 463 to 0.628 ha/h at forward speed of 3.58 to 4 07 kmph in 
dry land operation 

10.4 The Machines working width is not specified. It Must be specified . 

10.5 The depth of operation in dry land operation was recorded as 8 to 1 0 cm with soil moisture 
content of 18.2 to 23.B % in sandy loam soil and considered on lower side. The depth of 
puddle was recorder as 25 to 28 cm which is considered as normal for wetland operation 

10.6 The hourly rate of wear of blade on mass basis in Dry land & Wet land operations was 
recorded as 0 10 to 0.14 % and as 0.08 to 0.1 0 % respectively 

10.7 The hourly rate of wear of blade on dimensional basis in Dry land & Wet land operations was 
recorded as 0.06 to 1.07 % and 0.01 to 0.34% respectively 

10.8 No ingress of mud and/or water was found in primary and secondary reduction boxes after 
3B .B hr of field operations and the sealing provided on different subassemblies were found 
effective. 

10.9 Technical literature: 
An Operator cum SeNice Manual & Parts Catalogue was provided along with the mrlch ine 

during the course of testing . It is further recommended to bring out these manuals in Hindi 
and other vernacular languages as per IS: 8132-1999. 
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